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Geochemical
L^b Report

Hondar-Orxg, Inc.
12980 Wsr Cedar Dr
I akcwood, Colorado 80228
(303) 989-1404

BONDAR CLEGG

REPORT: 098-0840 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j. barron
PROXCT: 6ILT EDGE DATE PRINTED: 20-SEP-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay
2 Au Gold 4 0.002 OPT Fire Assay

3 Au Gold
4 Au 6cld

1 0.002 OPT
4 0.002 OPT

Fire Assay 
Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SA*>LE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 59
Sample Pickup 1

REMARKS: SAMPLE 245-25C NAS NOT RECEIVED UITH THE SAMPLE

smpibii. ...... . ~

FINAL RESULTS ARE REPORTED.

3 OR 4 SEPARATE RESULTS REPORTED FOR SOME 
SAMPLES. (ERRATIC RESULTS)

REPORT COPIES TO', MR. JIM BARRON INVOICE TO: MR. JIM BARRON
HR. JIM BARRON

L



t Geochemical 
Lab Report

Bondar-Oegg, lac.
12980 \4fca Cedar Dr. 
lake*ood, Colorado 80228 
(303) 989-1404

BONDAR CLEGG

REPORT: 098-0840 PROJECT: 6ILT EDGE PAGE 1

SAMPLE ELEMENT Au Au Au Au SAMPLE ELEMENT Au Au Au Au
NUMBER UNITS OPT OPT OPT OPT NUMBER UNITS OPT OPT OPT OPT

P2 R88-420-0-5 0.005 D2 R88-420-200-205 0.056
P2 R88-420-5-10 0.005 02 R88-420-205-210 0.683
02 R88-420-10-15 <0.002 02 R88-420-210-215 0.068
IC R88-420-15-20 0.00? 02 R88-420-215-220 0.073
P2 R88-420-20-25 0.008 02 R88-420-220-225 0.093

0.411 0.518 0.454 * • S14-

02 R88-420-25-30 0.008 02 R88-420-225-230 0.766 1.036 1.463-I.OSf

02 RS8-420-30-35 0.013 02 R88-420-230-235 0.141
02 R88-420-35-40 0.006 02 R88-420-235-240 0.034
02 R88-420-40-45 0.010 D2 R88-420-240-245 0.043
02 R88-420-45-50 0.006 02 R88-420-245-250 0.024

02 R88-420-50-55 0.004 B2 R88-420-250-255 0.017
02 R88-420-55-60 0.004 02 R8B-420-255-260 0.023
02 R88-420-60-65 0.004 02 R88-420-260-265 0.024
02 R88-420-65-70 0.009 02 R88-420-265-270 0.078
02 R88-420-70-75 0.006 02 R88-420-270-275 0.080

02 R88-420-75-80 0.007 02 R88-420-275-280 0.042
02 R88-420-80-85 0.007 02 R88-420-280-285 0,034
02 R88-420-85-90 0.006 02 R88-420-285-290 0.039
02 R38-420-9O-95 0.005 02 R88-420-290-295 0.052
02 R88-420-95-100 0.005 02 R88-420—295-300 0.030

R88-420-100-105 0.006
R88-420-105-110 0.009
R88-420-110-115 <0.002
R88-420-115-120 0.003

102 R88-420-120-125 0.008

IC R8S-420-125-130 0.027
02 R83-420-130-135 0.015 /

02 R88-420-135-140 0.052
02 K88-420-140-145 0.052 \*
02 R88-420-145-150 0.070

0? R88-420-150-155 0.024
02 R88-420-155-160 0.013
IC R88-420-160-165 0.025
p2 P88-420-165-170 0.231
02 R88-420-170-175 0.090 0.08? 0.114 s.o?r

12 R88-420-175-130 0.086
>2 R88-420-180-185 0.136 0.184 0.302 =, LQ7
12 R88-420-185-190 0.038
)2 R88-420-190-195 0.040
12 R88-420-195-200 0.044



Bondar-Ckgg. Inc.

12980 West Cedar Dr 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303) 989-1M 
Telex: 45-693

Invoice l 12319* P a 3e 1
BROHM MINIMG CORF.
HR. JIM BARROM Pate : 26-8EP-88
P.0. BOX 485
DEAOWQQO» SO Per- o rt No J 093-0810
5 7 ? 5*2 Project : GILT EDGE

Pe f erence l NONE LISTED

4 Analyses, of Gold at t 0.00 t 0.00
4 Analyses of Gold t 0.00 t o. qo
1 Analytes, of Gold et t 0.00 t o. oo

Sub to t»l * 0.00 ? 0.00

y 60 Anelys.es of Gold at i 6.50 t 390.00
y" Subtotal « 390.00 1 390.00

Sample Prereration
60 Samples of Assay F'reP a t * 3.00 * 180.00

1 Sample of Sample Pickur et »1 2.00 t 12.00
Subtotal i l °2.0 0 ♦ 197.00

Miscellaneous Charge-
1% S.D. STATE SALES TAX * 3.28
2% PEAPU00D CITY SALES TAX » 2.64

Subtotal i 7.92 1 7.92

1nvoice Tot 3 I ! t 589.92

*

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
tab Report

Bondar-Clegg. Inc.
12980 Ws Cedar Dr.
Lakewood, Colorado 8022*
(303) 989-140*

BONDAR CLEGG



Geochemical
Lab Report

Bondar-Ilf**. Inr.
12980 Wes Cedar Dr. 
Lakewood, Colorado 80228 
(30J)989+KM

BONDAR CLEGG

REPORT! 098-08^1 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT'. BROHM MINING CORP.
project: gilt edge

SUBMITTED BT: J. BARRON 
DATE PRINTED: 13-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOVER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 13 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS . NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 13 2 -150 13 Assay Prep 13

REMAKES FINAL RESILES ARE REPORTED. _______________

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO! MR. JIM BARRON



T

Bondar-( Itqe. Inc.
12980 \Msi C edar Dr. 
lakoood. Colorado 80228 
4303)9894401

BONDAR CLEGG

(Geochemical 
Lab Report

report: 098-0841 project: gilt edge PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

D2 R88-420-300-305 0.023
D2 R88-420-305-310 0.022
02 R88-420-310-315 0.020
02 R88-420-315-320 0.010
02 R88-420-320-325 0.015

02 R88-420-325-330 0.042
02 R88-420-330-335 0.013
02 R88-420-335-340 0.019
02 R88-420-340-345 0.035
02 R88-420-345-350 0.048

02 R88-420-350-355 0.046
02 R88-420-355-360 0.166
02 P88-420-360-365 0.074

l
1



t

Bondar-Urtoi. Inc.

12980 Wen Cedar Dr. 
Lakewood. Colorado 

VS* .80221 
Phone (303)989-1404 

Tdev45-0H

BONDAR - CLEGG
»

BROHM MINING CORP 
MR, JIM BARRON 
P.0. BOX 185 
DEADWOOD* SO 
57732

Invoice * 12671» Paso 1

Date 5 15-SEP-88

Report No! 098-08 11 
Project : GILT EDGE 
Reference: NONE LISTED

13 Analyses of Gold 
Subtotal

at I 6.50 I 81.50
I 81.50 I 31.50

5a»f 1 e P i ei ai at loo
13 StJ»ples of Assay Prep 

Subtotal
at * 3.00 * 39.00

» 39.00 39.00

Mitcellaneuus Charges
AX S.H. STATE SALES TAX 
2% DEADUOOP CITY SALES TAX 

SubtoC 1

I l .01
I 0.52
I 1.56 * 1,5o

Invoice Total: * 123.06 U.8.

\

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bondar-Oefg, Inc.
12980 Wesl Cedar Dr.
Lakewood, Colorado 8022S
(303)989-1404

BONDAR CLEGG



Geochemical
Lab Report

Bondar-Clqg>, Inc.

12980 Wea Cedar Dr.
Lakewood. Colorado 8022$
(303) 9894401

BONDARCIEGG

REPORT! 098-0849 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT! GILT EDGE date PRINTED: 20-SEP-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prer 60
Excessive Wetness 1192
SatPle Pickup 1

r



Geochemical
I>ab Report

Bondar-C kig. Inr.
12980 WfcM ( odar l>. .
Lakewood, Colorado 80228 
(303)9894401

BONDAR CLEGG

REPORT: 098-084? □ project: gilt edge PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
HUMBER UNITS OPT NUMBER UNITS OPT

02 *88-420-343-370 0.04? 02 R88-420-565-570 <0.002
D2 R88-420-370-373 0.025 02 R88-420-570-575 0.004
02 R88-420-375-380 0.015 02 R88-420-573-580 0.003
02 R88-420-380-385 0.019 02 R88-420-580-585 0.004
02 R88-420-383-390 0.031 02 R88-420-585-590 <0.002

02 R88-420-390-395 0.023 02 R88-420-590-595 <0.002
02 R88-420-395-400 0.019 02 R88-420-595-600 0.005
02 R88-420-400-405 0.023 D2 R88-420-600-605 0.007
02 R88-420-403-410 0.023 02 R88-420-605-410 0.007
02 R88-420-410-415 0.152 02 R88-420-610-615 0.005

02 R88-420-415-420 0.141 02 R88-420-615-620 0.008
02 R88-420-420-425 0.025 02 R88-420-620-625 0.010
02 R88-420-425-430 0.037 02 R88-420-625-630 0.014
02 R88-420-430-435 0.010 02 R88-420-63O-635 0.007
02 R88-420-435-440 0.026 02 R88-420-635-640 0.003

02 R88-420-440-445 0.020 02 R88-420-640-645 0.004
02 R88-420-445-450 0.028 02 R88-420-645-650 0.005
02 R88-420-450-455 0.046 02 R88-420-650-655 <0.002
02 R88-420-453-440 0.03? 02 R88-420-655-660 0.006
02 R88-420-460-465 0.012 02 R88-420-64O-645 0.003

02 R88-420-465-470 0.012
02 R88-420-470-475 0.007
02 R88-420-475-480 0.012
02 R88-420-480-485 0.010
02 R88-420-483-490 0.022

02 R88-420-490-495 0.009
02 R88-420-495-500 0.009
02 R8B-420-500-505 0.005
02 R88-420-505-510 0.007
02 R88-420-510-515 0.032

02 R88-420-513-520 0.020
02 R88-420-520-525 0.011
02 R88-420-525-530 <0.002
02 R88-420-530 535 <0.002
02 R88-420-535-540 <0.002

02 R88-420-540-545 0.004
02 R88-420-545-550 0.005
02 R88-420-530-555 0.006
02 R88-420-555-540 0.005
02 R88-420-560-565 0.002



f »9# 1
$

MINING CORF' 
MR. JIM BARRON

PEADWOOD» SO 
57732

Invoice : 12812*

0*1w J 26-9EP-88

Report. No: 073-0*19 
Riojrct : GILT EDGE 
Reference: NONE LISTED

, Ariel vtet of Gold
Subtotal

« 6.30 > 370.00
* 370.00 • 370.00

Seerle Preparation
60 S*»p1#« of Assa* Rru* • 3.00 « 130.00

1172 SafePlee of Excettlve Uelne«& * 0.13 • 178.80
1 S.eple of So»ple Pickup et • 12.00 « 12.00

Subtotal • 370.80 • 370.80

Mitcel 1 eneous Charset.
1*. S.[i. STATE SALES TAX I 12 43
2% PEADU00D CITY SALES TAX 1 6*22

Subtotal I 18.63 * 13.65

Invoice Tot•l: 1 777.45

' - ■ '-r )

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



C^eochemkal
Lab Report

Bondar-Ogg, Inc.
12980 Wkj C edar Dr. 
Lakewood, ( dorado 80228 
(303)9894404

BONDAR-CLEGG



Geochemical
Lab Report

Bondar-OtKg. Inc.
12980 Wsi Cedar Dr.
Lakewood, Colorado 8022H
(303)989-WW

BONDAR CLEGG

REPORT: 098-0852 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohn mining corp. 
project: gilt edge

SUBMITTED BY*. J. BARRON 
DATE PRINTED! 21-SEP-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Uetness 1408
SaiPle Pickup 1

remarks: final results are reported.

REPORT COPIES T05 MR. JIM BARRON 
MR. Jiff BAEEfflT

INVOICE TO: MR. JIM BARRON



Geochemical
Lab Report

Bondar-CIrgg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1401

BONDARCLEGG

REPORT! 098-0852 project: gilt edge page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-420-665-670 0.004 02 R88-420-865-870 0.016
D2 R88-420-670-675 0.006 D2 R88-420-B70-875 0.006
D2 R88-420-675-680 0.012 D2 R88-420-875-880 0.023
D2 R88-420-680-685 0.058 02 R88-420-880*885 0.015
02 R83-420-685-690 0.093 02 R88-420-885-890 0.014

02 R88-420-690-695 0.198 02 R88-420-890-895 0.008
02 R88-420-695-700 0.058 02 R88-420-895-900 0.011
02 R88-420-700-705 0.049 02 R38-420-900-905 0.008
02 R38-420-705-710 0.026 02 R88-420-905-910 0,010
02 R88-420-710-715 0.023 02 R88-420-910-915 0.011

02 R88-420-715-720 0.136 02 R88-420-915-920 0.011
02 RB8-420-720-725 0.055 02 R88-420-920-925 0.012
02 R88-420-725-730 0.030 02 R88-420-925-930 0.021
02 R88-420-730-735 0.051 02 R88-420-930-935 <0.002
02 R88-420-735-740 0.042 02 R88-420-935-940 0.036

02 R88-420-740-745 0.033 02 R88-420-940-945 0.046
02 R88-420-745-750 0.156 02 R88-420-945-950 0.031
02 R8B-420-750-755 0.032 02 RB8-420-950-955 0.034
02 R88-420-755-760 0.024 02 R88-420-955-960 0,022
D2 R88-420-760-765 0,022 02 R88-420-960-965 0.023

02 R88-420-765-770 0.021
02 K88-420-770-775 0.015
02 K‘88-420-775-780 0.017
02 R88-420-780-785 0.012
02 R88-420-785-790 0.007

02 P88-420-790-795 0.013
02 R'88-420-795-800 0.020
02 R88-420-800-805 0.010
02 R'88-420-805-810 0.016
02 R88-420-B10-815 0.021

02 R88-420-815-820 0.010
02 R88-420-820-825 0.019
02 R88-420-825-930 0.014
02 R88-420-830-835 0.038
02 R38-420-835-840 0.007

02 R88-420-840-845 0.009
02 R88-420-845-850 0.008
02 R'88-420-850-855 0.003
02 R88-420-855-860 0.023
D2 R88-420-860-865 0.015



Bondar-< Vrr. Inc.

12980 West Cedar Dr 
Lakewood. Colorado 
U.S.A 80228 ,
Phone (303)9R9-14fM

-Tdw:45-6M
*

8R0HM MINING CORF'. 
; > MR. JIM BARRON 
^ F'.O. BOX 485

DEADWOQD* SD 
'S''?*?

Invoice I 12795» F'ase 1 

Date J 26-SFP-88

Report. Nat 098-0852 
Project : GILT EDGE 
Ref. renc«! NONE LISTED

60 Analyses of Gold 
Subtotal

at « 6.50 f 390.00 
* 390.00 * 390.00

Sample Preparation
6.0 Samples of Assay Prep 

1408 Samples of Excessive Wetness 
I Sample of Sample PlcLur 

Subtotal

at * 3.00 I 190.00 
31 10.15 1 211.20
at *12.00 * 12.00

* 403.20 * 103.20

Miscellaneous Charges
IX S.D, STATE SALES TAX 
2\ DEADU00D CITY SALES TAX 

Subto t 31

* 13.73
* 6.86
* 20,59 « 20.5?

Invoice Total! » 813.79 U.S.

%t>$- - /(. VT

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bondar-Oegg' Inc.
12980 \*fej Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BONDAR CLEGG



Geochemical
Lab Report

REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT! GILT EDGE DATE PRINTED: 22-SEP-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 44 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 44 2 -150 44 Assay Prep 44
Excessive Wetness 884
Sa»ple Pickup 1

notes: = indicates SEE REMARKS

remarks: final results are reported.

= ERRATIC RESULTS NOTED ON ONE SAMPLE.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON

Bondar-Ciegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BONDAR CLEGG

REPORT! 098-0857 ( COMPLETE )




